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ABSTRACT

A survey of 12 low density ablators for thermal protection of lifting

reentry vehicle surfaces was conducted jointly by AFML-Wright Field and

-the Aerospace Corporation. Eighty-nine arc tunnel tests were performed

in the facility at Giannini Scientific Corporation, Santa Aria, California.

The primary series of tests was performed to determine temperature

response- and recession-characteristics at cold wall calorimeter heat flux

levels of 20, 60, 90, I10, and 150 Btu/ft sec. A second series of tests

was performed to indicate the response of low density ablators toaerodynawiic

shear. The results of these testb are evaluated relative to the thermal pro-

tection requirements for ablative lifting bodies for reentry systemns.

The materials tested were found to have insulating characteristics

• comparable to idealized heat conductors with thernmal diffusivities between

2 and 7 )< 10 ft / sec in the nunrecession regime. In some materials the

apparent diffusivity tended to rise during the test. In the range of heat fluxes

where surface recession occurred, only small differences in recessions were

2"2S......obs•erved between materials. Two m~aterials receded at a heat flux of

60 Btu/ft sec, whereas the other materials did not recede at heat flux levels
2

94 below 90 Btu/ft sec.

This report is divided into four parts: Part I. Introduction; Part 2.

Test Procedure; Part 3. Aerotherrnodynamic Results and Analysis, and

4 Part 4. Summary and Conclusions.

"JIk

i• -v_



ACKNOW LEDGEMENT

The authior6 would like to express their appreciation to the following

persns and firnui who supplied the test mnaterials:

Mr. C. M. Dolan, General Electric Company

1%4r. 1). L. Kummier, McDonnell Aircraft Corporation

Mr. D. V. Sallis, Martini Company

Mr. W. A. Brooks, NASA/Langley R-ý.earch Center

Mr. R. 13. Erb, NASA/Manned Space Flight Center

Dr. R. Yeldman, Emerson Electric of St. L~ouis

Mr. R. M. Beasley, Lockheed Missiles and Space Company

Mr. F. Offenhartz, Avco-RAD

Jn addition, we especially wish to thank Lt. M. Jolly and Mr. L. tIjelm

of WIPAFt/AFML and Mr. Jim Todd and other personnel of the Giannini

Scientific Corporatiun for conducting the tests.

-Vi -

i
Lmnmm



CONTENTS

PARIT 1. INTRODUCTION ............................ 1-1

PART 2. TEST PROCEDURE .......................... 2-1

1. INTRI-ODUCTION ............................. 2-1

II. EXPERIMENTAL PROCEDURE ................. 2-4

A. Plrcliminary Testing .................... 2-4

13. Material6 Descriptions Z..................2-5

C. ; Sample Preparation ....... ............... 2-8

D. Test Procedures........................2-8

E. Calibration ........................... 2-il

REFERENC.ES ................................... 2-18

* PART 3. AE.OTHERMODYNAMIC RESULTS AND ANALYSIS ... 3-1

I. INTRODUCTION ........ .................... 3-1

II. RECESSION RATE.. 3.........................3-2

I11, TEMPERATURE MEASUREMENTS .............. 3-3

A. Front Surface Teirperature 3................ 3-3

13. Rear-Face Tenmperatur.c .................. 3-6

C. Internal Temperatures ................... 3-l_

IV. CHAR DEPTH MEASUREMENTS ................ 3-15

V. THEtIFRMAL RESPONSE ANALYSIS .................. 3-15

VI. RECESSION ANALYSIS ...................... 3-29

VII. SHEAR TESTS ......... .................... 3-31

SVIII. S UM MAR Y ............................... 3-32

REEIkENCES ..................................... 3-34

8 •-vii-

SI
Ii i



•* C( N'ENTS (Conuti nueid)

PX ART -1. SUMMARY AND CONCLUSIONS. .................. 4-1

I. SUMMAIY . 4-1

II. CONCLUSIONS AND RECOMMENDATIONS .......... 4-10

RL §ERENCES ......... ........................... 4-12

i

t .

- vi 'ii-

I



FIGURES

1-1 Typical Heat Balance for Low Density Elastonzeric
Ablator Plasmta Arc Test at Moderate Beat Flux
Showing Low Net Input to Substructure ............. 1-2

1-2 Weight Comparison of Low Density Ablators with
Standard Ablators for T'ypical Lifting Body Orbital
Reentry ConlditionS, 400*1 l3ackfacc Temperature ........ 1-.

1-3 SV- SD Configuration, Artist's Conception. ............ 1-5

2-1 Materials 'lest Sanple Configuration.. .................... 2-2

2-2 Giannini Scientific Corporation 1 MW, Mach 3
Test Chamber ............ .............................. 2-3

2-3 Acrospace Calorimeter Construction ...... .............. 2-1-1

2-4 Martin Transient Calorimeters ........ .................. 2-16

3-1 Front Surface Recession Rate ........ ................... 3-4

3-2 Front Surface Brightness Temperature ................. ...- 5

3-3 Rear-Face Temperature Response at q - 20 Bltu/ft 2sc .. 3-7

3-4 Rear-Face Temperature Response at q- 60 Bltu/Ift sec.. 3-8
2

3-5 Rear-Face Temperature iResponse at q = 90 13iu/ft scc. 3-1

3-6 Rear-Face Temperature Response at qO 120 and
150 Btu/ft 2 sec .............................. -10

3-7 Temperature Response at I in. Depth, ql 20 and
60 Btu/ft2 sec ............ .............................. - 12

3-8 Temperature Response at 1 in. Depth, q 90 and
S120 lltu/ft2 sec. ........... ............................. 3-13

3-9 Temperature Response at I in. Dupth,
a qo 150 Btu/ft-sec ............ .......................... .- 14

"3-10 Inffnite Plate Conduction Solution ....... ................. 3- 18

3-11 Comparison of Thermal Response .. ............... 3-20

3-12 Theoretical Error in E Based on Half-Depth
Temperature ............... .............................. 3-22

3-13 Theoretical Insulation Efficiency ...................... 3-2.

I -ix-

I
L mm m im m I



I I LŽ. pcvi-inpta I Instil t in Uncfienr 3-26

j1k: Ruar-F1acc Funipemratore Ric q u 20 IHtU/ftzcc 3-28

lb Rckessiuzn C~Iara'teriStiC:....................3-30

.1 - I Rut es s ion C harac ter istics of Lovw IDunsity
Ablators ( 32 IL! ftL3 ). .. .. .............. .............. ............ 4-4

4-2 1 Us t nn ~i n of N'ASA/'Lanig Iy Purple
Blenid wvith Fiber AMGMit. .. .. .. .. ...... ........ ........... 4.,,1

TABLLES

2-1 Nmterials 1 estd . .. .. .. ........ .. .. .. .. .. .. .. .. . ......

2-2Caiibration Results......................21

I C har Tlltiekite~s l-lu stir en tents............ .. - 16

4-1 1,Ias s Lo~ss Data on Charre(d Silit-wne Elas toniur
at 0. 0 3. attn...........................I4 - 2 Ratc Data onf Charred Silicone Elastoinir at 0. 033 atm. . 4-7



4•

PART I. INTRODUCTION

.3 -

Recent advances in ablation analysis, materials fornmulation, and

manufacturing methods leading to a, new class of low density ablative materials

have been coupled with the development of compatible manned and unmanned

age* lifting reentry configurations that permit maneuvering reentry and controlled

rlanding at a selected land base. These vehicles are potentially reusable with
'minimum refurbishment, are economical and reliable, and have growth

potential with regard to payload capability and size.

Extensive Air Force and NASA aerodynamic wind tunnel configt±ration

studies have demonstrated that is is possible to. design lifting body vehicles
W. • with supersonic L to D of approximately 1. 3 and a cross-range imaneuver

capability greater than 700 n mi. These shapes are simnpler and have better

volumretric efficiency than the configurations with supersonic L to D"- 3.

Additionally, vehicles with L to D = 1. 3 have a subsonic L to D of slightly

above 3, well within the range of pilot capability for lhorizontal landing.

Also, other Air Force and NASA sponsored programs have demon-

strated that the low density ablation materials are simpler to process, more

reliable, permit greater mission flexibility, and will take a high heat flux

overshoot without catastrophic failure as compared to state of the art coated

refractory metals.e' The importance of low density ablation materials to lifting reentry is

illustrated by the heat balance shown in Fig. I-I for a typical plasma test.

* •The e calculations show the low net heat input into thematerial and sub-

structure under typical flight conditions and indicate that tie low density

'A mnaterials are primarily a convenient-to-nmanufacture combination of a

4M re- radiative-insulative system for the moderate heat fluxes encountered in

lifting reentry. The lower heat fluxes encountered on upper and aft surfaces

of these vehicles could be accommodated by re- radiative systems, e.g.,

T VZM coated molybdenumn can be used to 4Z. 5 Btu/ft'/sec, D-6 coated
S2 columbiurn to 35. 8 Btu/ft /sec, and Rene-41 to 11 Btu/ft /sec. The best

I I i i -
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combination of materials for structural and heat protection systems is the

subject of continuing Air Force and NASA study programs; however, it is

clear that the low density materials are important to the development of the

technology of manned lifting reentry and for general aerospace ablative

insulation use.

The efficiency of the low density mnaterials in relation to conventional

high density ablative materials is shown in Fig. 1-2 where integrated total

heat is plotted vs thermal protection weight required for phenolic-refrasil,

phenolic-nylon, and low density ablators. In view of the high total heat input

for the long reentry time associated with lifting reentry, the low density

ablators are lighter weight and make possible a reasonable ratio of heat shield

to total system weight.

The Space Systems Division of the Air Force is engaged in a program

to flight test a maneuverable lifting body vehicle as part of the START

Program. This project, called PRIME, is a four flight hypersonic test

program in which low earth orbit reentry conditions are simulated. Figure

1-3 shows the complex contour of the vehicle.

The tests described in this report were conducted for the Air Force

Space Systems Division to evaluate the thermal performance and in a general

way the potential systems applications of a large variety of low density

ablators for present and future reentry missions, These materials were

developed under NASA, Air Force, and company-sponsored programns and

were made available to Aerospace for these tests by either the sponsoring

agency or the materials supplier. The purpose of the tests was to aid in

the development of improved thermal protection systemns for ablative lifting

bodies for manned reentry.
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PART 2. TEST PROCEDURE

I. INTRODUCTION

A series of low density ablator plasma arc tests was conducted at

Giannini Scientific Corporation in collaboration with the Air Force Materials
* Laboratory. These tests were performed at cold wall heat fluxes of 20, 60,

90, 120, and 150 Btu/ft sec on the ablator systems listed in Table 2- 1. The

data for the Martin material, ESA 3560H and ESA 3560HF, are reported in a

separate classified document (Ref. 3-1).

Table 2-1. Materials Tested

Material No. Supplier Suppliers Specification Material Type

1 G. E. ESM 1001 (hor.eycomb) elastomer

2A: Lockheed Lockheat I inorganic laminate

2C Lockheed Lockheat 2 inorganic laminate

3 G.E. ESM 1004 (no honeycvrfib) elastomer

44 McDonnell S-6 3/16 cell elastomer

5 McDonnell S-6 3/8 cell elastomner

6 Avco 5026-39 rigid composite

7 Martin ESA 3560H elastorner 4

8 Emerson T-500-111 rigid composite

9 Langley Purple Blend elastomer

10 Langley Phenolic Nylon rigid composite

11 Martin ESA 3560HF elastorner

The equipment used for these tests was a 900 kW reconstituted air

_ plasma arc" 179 N, 1-70 0, an uncooled sample holder mounted in a water

cooled sting, a manual pyrometer, a movie camera, and a multichannel

Srmillivolt recorder to measure temperatures 1 in. behind the hot face ard at

the rear face. Figure 2-1 shows the sample configuration and Fig. Z-2 the

test facility arrangement.

2-I
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The plisni• arc used a tungsten- tipped copper cathode and a copper

.anode uperating in the range 130 to 300V and 440 to 1200 A as determined by

the heat flux level desired. The plenum chamber between the anode and the

exhaust nozzle promotes mixing and uniforrm outlet flow.

The Mach 3 nuzzle used in these tests had a 5. 125 in, exit diameter,

an 8 to I area ratio, a rounded inlet contour, and a sharp edged outlet and

was 8 in. long. The nozzle was enclosed in a 30-in. diam test chamber which

had two 6-in. diarn ports for visual observation of the tests and for photo-

graphy. Additionally, a window 45 deg to the axis of the plasma flow was

used for optical pyrometer temperature readings. The vacuum system was

ducted through a vacuum blowdown tank. The total capacity of the pumps

used during the tests was 5000 cfm, although 9000 cfxn was available.

Nominal enthalpy values of 10, 000 Btu/lb were used to simulate the

flight environment. The corresponding model stagnation pressures for the

- M tch 3, 5- 1/8 in. nozzle varied between 2 and 20 mrn Hg. Although these

model pressures do not simulate flight conditions exactly, it was felt that

pressure was the least sensitive test parameter.

II. EXPERIMENTAL PROCEDURE

A. PRELIMINARY TESTING

J Preliminary testing was carried out at Giannini Scientific Corporation

with both elastomeric and rigid composite materials samples instrumented

with chromel-alurnel thermocouples located 1/4, 1/2, 1, and 2 in. from the

hot face. These tests, performed at a heat flux of 60 Btu/ft - ec, an enthalpy

of 5000 Btu/lb, and a pressure of approximately 104 atrm, showed good

correlation with calculated temperature-time histories obtained from thew
Aerospace Corporation charring-ablator computer program. The results

of these tests indicated that the model holder design was satisfactory and that

the best test condition was achieved in the 5 in. diam plasma flow as compared

2-4
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* a

to the smaller Giannini plasma arcs. TliO simplify fabricat on and instri r'iii,1-

tatiun, it was decided that only three thermucouples would be used. Iw,,

were placed along the isotherm I in. from the hot face with adjaQccit j un1tif,,s

1/8 in. off the center of the specimen, and one was placed at th( rear face

(Fig. Z- 1).

After the model geometry and the plas.na test facility were selected,

a the operating conditions of the arc were modified to achieve the desired

nominal enthalpy of 10, 000 Btu/lb. This change may have inadvertently

*M caused some of the experimental difficulties with side and backface heating,

as discussed later.

B. MATERIALS DESCRIPTIONS

The materials listed in Table 2-1 are described below. The proprietary

materials descriptions are indicated by quotes taken from correspondence

with the supplier. Specimen density of all materials tested was in the range

from 30 to 35 lb/ft3, to minimize the influence of density differences on

insulation performance.

1. MATERIAL 1

General Electric's ESM 1001, according to Dolan (Ref. 2-1), is an

RTV-60 silicone elastomeric resin system with 4. 3% asbestcj and 0. 8%

glass filler materials foamed into a slit phenolic-fiberglass honeycomb,

The slit honeycomb gives adequate flexibility for application of the nmaterial

over complex surfaces but retains the reinforcing and structural bonding

advantages of regular honeycomb reinfoi-ced materials.

Z. MATERIALS ZA AND ZC

"The Lockheed Missiles and Space Company samples were built from
3

ceramic inorganic insulation, having a density of 9- 10 lb/ft . Exterior

surfaces were covered with high density silica fibers and ceramic binders.

Outer surface thicknesses were selected to bring the average density of the
3

specimen to the specified density of 32 lb/it . The samples represent an

all-inorganic composite material specifically designed for thermal protection

"applications below 60 Btu/ftz sec."

2-5
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3, MATERIAL 3

The ESM 1004 without honeycomb, according to Dolan (Ref. 2-1), is an

RTV-560 foamed phenyl silicone base elastomeric resin system with 12%
aluminum silicate fibers as filler material.

4. MATERIALS 4 AND 5

"The McDonnell Aircraft Corporation's S-6 ablative material is a

foumed, filled silicone elastouer. Density can be varied between 17 and

50 lb/ft 3. A low stiffening point elastomer may be utilized if very low

temperatures are to be er ountered. Material 4 was contained in a 3/16 in.

cell phenolic-fiberglass core that had a density of 5. 5 lb/ft 3. Material 5

used a 3/8 in. cell phenolic-fiberglass core that had a density of 6. 0 lb/ft3

5. MATERIAL 6
"Avcat 5026-39 designates a fabricated form-n of one of Avcu's low

density charring ablator systems. This material comiprises an .epoxy resin

systemn, chosen for its superior char-forming characteristics, which is filled

with silica and glass fibers for further enhancernent of char stability and with

phenolic inicruballoons for density control. This mixture is loaded into

nylon-phenolic fiberglass honeycomb for further reinforcement and to

facilitate fabrication of nmonolithic heat shield structures.'

6. MATERIALS 7 AND 1i

These materials are made by the Martin Company, Baltimore, for the
IAir Foriee PRIME Project. Test data for the material are classified and

are reported separately (see Ref. 3-1)., The thernmal protection system for

the PRIME vehicle and nmost of the pertinent ablation materials properties

are reported in Ref. 2-2.

IFkr those desiring to obtain these data, requests should be made to the Air
Force Space Systenms Division, SSTR, Los Angeles Air Force Station.

2-6
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7. MATERIAL 8

"THERMO-LAG T-500-11 l-H'C is a composite, hioneycombh reinforced,

sublimning, ablative heat shield material inanufactured by Emerson Electric

Comnpany. The ablativc mnaterial is composed of an inorganic salt, subliming

at approximately 530'F, an organic binder system, and additives for density

control and for imiprovemnent of the chemical resistance and mechanical

strength of the char resulting fromi pyrolysis."

"The honeycomb reinforcing material is composed of fiberglass cloth

imipregnated and coated with mixed nylon and phenolic resins. The honey-

i3

'comb has an approximate density of 2. 5 lb/ft 3and a cell size of 0. 375 in.
3

The density of the composite, reinforced material i5 approximately 39 lb/ft

8. MATERIAL 9

"The NASA Langley elastoineric material specim-ens (Purple Blend)

consists of:

GE LTV-6UZ silicone resin 6 8. 5%0/

GE SF-69 ditinethyl oil 4.5%

GE SRC-04 catalyst 0. 5%'1

Union Carbide BJO-0930, phenolic microballoons 13. 5%

Emyerson and Cummin-g, Inc. , Eccospheres; (SI grade) 10. 00/

Johns-Manville, Inc. , 5 FL diarn, 1/4 in. long, 3. 5%
Microquartz fibers

Percent by weight of silicone resin

3i ~The densities of the specimens tested rangefld fromn 32. 4 to 32. 9 lb/ft

9. MATERIAL 10

'The NASA/Langley low density phenolic nvilon has the following

comoposition:

Union Carbide BRP-5 544, nediua flonu phenolic resin 25%

"Union Carbide BJ5-0930, phenolic b iicroballoond a 5

Dupont Zytel 103 nylon, processed to 80 mesh power 5 0%

The density of the specimens tested was 32. 6 lb//ft

2-7

Imm
EL GESC0 atls .



i-a

C. SAMPLE PREPARATION

Generally, the materials described above were received in the form of

12 in. x 12 in. X IZ in. thick slabs, from which were machined 2 in. diam

cylindrical snecimens 2 in. long. The model size was chosen to be consistent

with one-dinenr-ional heat flow and mninimurn temperature conduction error

for isothernmal thermocouples installed in these materials.

D. TEST PROCEDURES

A 1/8 in. thick epoxy fiberglass sleeve was placed around each sample

to minimize side heating and to keep the hot face in compression, The sleeve

extended to within i/z in. of the specimen hot face. After the first three

runs, the sleeve was made flush with the hot face because the honeycomb

expanded more than expected, pulled away from the low density filler, and

'S- opened hot gas paths to the thermocouple junctions and to the interior of the

specimens. After the fifteenth test, the sleeves were moved back to 1/4 in,

from the hot face as a compromise, since it was felt that surface recession

was being influenced due to the lower recessions experienced by the thick

sleeve.

After run 16, loose fiberglass wool was added to the inside of the

specimen holder to block the radiation paths from the exposed metal model

holder to the model rear face. Rear face thermocouple measurements were

not meaningful for prior runs due to a reflected shock imnpinging on the metal

holder around the model base diameter. A button of epoxy resin was also

added to the rear face to block potential gas paths through the sample.

, ,At the end of the twenty-fourth test, refrasil phenolic sleeving approxi-

n1nately 1/16 in. thick was used in place of the epoxy fiberglass in an attempt

, . to achieve a better balance of the surface recessions of the retaining sleeve

and the test material. The refrabil phenolic sleeving, however, became

incandescent during subsequent tests.

The program was halted temporarily after run 34 to evaluate test pro-
a cedures and data collected to that time. Examination of the test movies

* revealed the shock attachment at the base of the brass sample holder, thus
4

a--
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I explaining the anomnalous rear face thermocouple measurements prior to run

34. Tests from number 35 on, therefore, used four layers of 1/ 16 in. asbecstos

Ij

va• tape fastened with fine nichronie wire loops around the outside diameter of tiie

model holder. After test 43, epoxy fiberglass sleeving material was again

used on the outside diameter which was also wrapped with asbestos and for

a. awhile with a separate conical wrap, and then (after test 77) with one continu-

ous wide wrap, always keeping the fiberglass sleeve 1/4 in. back from the

hot face. Since the asbestos wrapping was included in the specimen weight

and it ablated at the higher heat fluxes, the weight loss measurements were

not used in the evaluation.

"Generally, the criterion for the end of a test was when the specimen

receded 1/2 in., when the I in. thermocouples read 500 0 F, or when 10 mrin

elapsed, whichever came first. At the 20 and 60 Btu/ft sec heat fluxes there

was little recession, and one of the latter two were used.

In a typical test, the procedure used was as follows:

1. Measure specimen diameter with micrometer and the length
with heightage.

do 2. Bond fiberglass retaining sleeve to outside diameter with
silastic adhesive. -

3. Cover rear face of specinen with epoxy and cure at 230°F.

4. Wrap thermocouple transitions (stainless sheathed to braided
lead wire) in fiberglass rovings and insert into holder and place4• detent pins through holder into specimen.

5. Wrap specimen and holder with 4 in. wide asbestos tape and

bind with 0. 020 in. nichrome wire.

6. Weigh and photograph specimen-holder assembly.

7. Break vacuum, open tunnel chamber, and pull thermocouple
leads through arc tunnel model support sting, attach leads to
recording potentiometer and mount specimen holder in sting
(Figs. 2-1 and 2-2).

8. Set spacing between specimen hot face and plasma generator

nozzle exit face to 1-5/8 in. Close tunnel chamber and evacuate.

k 9. Photograph title onto motion picture film of model sequence.

10. Focus optical pyrometer and motion picture camera on specirneii
hot face. Set camera to photograph at 12 pps.

2-9
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I1. Lower the specimen out of the plasmna flow field with the
sting actuator.

12. Turn on cooling water to specimen holder.

13. Start arc flow with argon, switch to nitrogen, and then add
oxygen to mix downstream. Adjust power and mass flow
settings.

14. Gimbal in the 5/8 in. hemispherical, water-cooled calorimeter,
measure and record temperature rise for heat flux, then gimbal
in pitot probe, measure and record model stagnation pressure.
Record upstream nozzle stagnation and nozzle exit static pressure.

15. Place model in plasma flow for 10 min, 1/2 in. recession or
500*F at I in. thermocouple location, whichever comes first,
then terminate arc flow.

16. Continue to record thermocouple data for 15 to 20 sec after
arc termination.

17. Shut down all apparatus; examine records.

18. Open tunnel, remove specimen, photograph, weigh, and measure.

On arrival at Aerospace, specimens were split on a band saw, blown

free of debris, and photographed in black and white and color. Samples were

taken for X-ray diffraction, chemical, and char zone analysis.

E. CALIBRATION

For jet calibration purposes, three variables, model stagnation4
pressure, stream enthalpy, and cold-wall colorinieter heat flux, were

,i.vestigated. All probes and calorimeters were placed 1. 6Z5 in. downstream

of the nozzle exit and could be rapidly moved into the flow.

1. MODEL IMPACT PRESSURE

Radial surveys of the jet were made with a 0. 50 in. diam flat-face

impact probe. It was found that pressure variation over the Z in. diam model

area varied less than 5% of the centerline value. Table 2-2 lists model

impact pressure Poy for various calibration points.

2 . STREAM ENTHALPY

Average jet enthalpy was determined from an energy balance on the arc

.system. The various cooling water losses were subtracted from total power

t2-I

11

L



I

input to the arc to give net energy in the gas stream. This value togeti.er

with air mass flow rate through the nozzle allows determination of average

bulk enthalpy of the exit gas stream.

Since it is generally recognized that enthalpy gradients exist in arc jet

flows, the local centerline enthalpy was measured for comparison with the

average bulk value. This may be calculated from the measured centerline

heat flux and impact pressure. The following simplified correlation (for

Lewis number 1. 0) from Ref. 3-2 may be used for equilibrium heat transfer

to a hemispherical calorimeter;

R \/2 =0. 0417(hey -hw (2-1)

where q is the heat transfer rate in Btu/ft sec, R is the nose radius in feet,

P is the model stagnation pressure in atmospheres, and h and h are
oy oy W

the local stagnation and wall enthalpy values, respectively, in Btu/lb. Over

the range of interest of this study, Eq. (2-1) agrees to within a few percent

with the more detailed equations of Ref. 2-4.

The centerline jet enthalpy shown in Table 2-Z was calculated Eq. (Z-1)

from heat flux data obtained with the 5/8 in. diam hemispherical calorimeter

"described in the following section. This enthalpy is presented for reference

, only as it can be shown (Ref. 2-5) that a measured centerline enthalpy which

is lower than that of the true stagnation value can be expected due to non-

equilibrium effects in the stagnation point boundary layer. Possible non-

equilibrium effects encountered during calibration and testing are being

"investigated in detail.

"3. CALORIMETRY

In addition to the data obtained from the 5/8 in. hemispherical calori-

meter, a 2 in. diam flat faced model developed at Aerospace was used to

obtain cold wall heat flux levels at the exact model location. Subsequently,

tlhe calibration points were also investigated using a set of calorimeters from

2-12



the Martin Company. All calorimeters had visibly clean copper surf;'c4.s il

contact with the flow.

The 5/8 in. hemispherical calorimeter was a water-cooled, steady-

state design (Ref. 2-6). This device was used initially to roughly set the

test point for a more refined investigation with the Aerospace and Martij

calorimeters. Heat flux data from the 5/8 in. calorimeter were corrected

to flat face geometry using the 0.55 factor recommended in Ref. 2-7.

Including tha additional square root correction fro-n 5/8 to 2 in. dialn

(Eq. 1) gives a combined factor of 0. 307 to correct the measured heat flux

for the 5/8 in. hemisphere to 2 in. diam flat faced geometry. This corrected

value is shown in Table 2-2 for the 5/8 in. calorimeter.

Test points were investigated in more detail with the 2 in. diam heat

flux profile calorimeter developed at Aerospace. This unit (Fig. 2-3)

consists of a 2 in. diarm copper face plate into which are inserted five copper

slugs of 0. 250 in. diamn frontal dimension. The slugs were insulated with

thin Delrin spacers in the rear and with high temperature cement in the front

surface groove. No cooling was provided for this calorimeter. The slugs

each weighed 2. 0 g and were fitted with iron-constantan thermocouples at the

rear, giving a transient response of

.= .18 d (2-2)
67

with 4 in Btu/ft 2sec, dT in °F, and dr in sec. The maximum temperature at

the rear of the slugs was limited to about 250'F due to the low temperature

Delrin insulation. Also calorimeter surface temperatures were kept low to
L reduce possible heat losses by conduction to the copper face plate. The

slugs and face plate are sized to give approximately the same temperature

rise and thus aid in zeducing slug heat loss by conduction. The analysis of

Ref. 2-8 shows that approximately 0. 3 sec was required for starting tran-

A sients alter the calorimeter had been snapped into the flow. The curve of

temperature vs time after this initial period is represented by a straight line

2-13
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if no heat loss from the slug takes place. Table 2-2 allows comparison of

the corrected 5/8 in. hemispherical heat flux with the 2 in. flat faced profiles.

Close agreement exists between the hemispherical data and centerline heat

flux ( on the flat faced unit. The slope of the temperature vs time curve

was obtained from a recorder chart for use in Fq. (2-a). Table 2-2 also

shows heat flux profiles across the 2 in. flat faced calorimeter. It is felt

that the final values shown represent the flattest possible profile with the

existing nozzle. Heat flux profile values on various radii (see Fig. 2-3 for

slug locations) were obtained by rotating the Aerospace calorimeter, as

shown in Table 2-2. Note that the heat flux to element D is not tabulated as

it was read on a separate recorder which was later found to contain a faulty

circuit. Both calorimeters were used during a single arc run by manually

rotating the steady state unit into the stream and then later in the same run

pneumatically snapping-in the transient device. Due to the close agreement

between the two caiorimneters, it was decided to use the niore conveniently

operated hemispherical steady state unit with the impact probe for test point

checking immediately before inserting an ablation model. All system inputs,

such as electrical energy, gas and water flows, and test section pressure,

were recorded during the calibration studies and duplicated for the ablation

model runs.

Additional investigations were carried out at selected test points with

several calorimeters from the Martin Company. These units were con-

structed with 0. 250 in. diam copper slugs inserted in a 2 in. diam phenolic

asbestos body. Designs with either one centerline element or eight slugs

located as shown in Fig. 2-4 were used. The front face slugs had a transient

response of

q = 1 07 dT (2-3)
dT

using units identical to Eq. (2-2). Table 2-2 lists the measured centerline

heat flux values for comparison with the other calorimeters, and the data show
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that close agreement was obtained. The greatest deviations are approximately

15 to 2017 high for the Martin calorimeter at the 60 Etu/ft sec test point.

Side heating rates were investigated using the eight element calorimeter

shown in Fig. 2-4. It was found that the side heat flax ranged in the order

of 1/8 to 1/10 of the stagnation point values.
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PART 3. AEROTHEhMODYNAMIC RESULTS

I. INTRODUCTION

The preliminary consideration of the feasibility of ablative thermal

protection systems for lifting reentry vehicles requires that some idea be

gained of the general regimes of recession and thermal response to be ex-
pected from the currently available materials. Under the PRIME program,

the Air Force is investigating the feasibility of such systems. To obtain

comparative information on materials, it is convenient to test them under
A

simulated re-entry heating conditions at one time in one arc tunnel facility

to minimize any spurious differences that might otherwise occur. Aerospace

Corporation and AFML-Wright Field have jointly conducted tests at the

Giannini Scientific Corporation, Santa Ana, California. The results of those

tests, in particular, the aerothermodynamic results, including recession

and temperature response, are reported here.

The raw-data results of these tests are repurtr-din Ref. 3-1. As

specified in Part 1 the specimens of materials 2A and 2C (Lockheat) were
2

not designed for use at hpeat fluxes over 50 Btu/ft sec, although this is not

necessa "ily a general lirmitation according to the supplier. These materialsa$

did no., perform satisfactorily at the higher heat flux conditions, and accord-

ingly only the test results at the lowest heat flux are presented.

Sections II - IV describe the results of the thermal test series (89 tests),

in which flat faced cylindrical specimens of 2 in. diarn and Z in. icngth were

heated at one end with a supersonic air arc flow. Thermal response analyses

and recession analyses are discussed in Sections V and VI. Section VII des-

cribes the results of the shear test series (9 tests), in which specimens were

Jý. inserted flush with one face of a 15 deg half-angle wedge model facing a

supersonic air arc flow.

The heat flux levels chosen for the thermal test series are representa-

tive of levels which would be encountered on the major body surfaces of an

3-1
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ablative lifting re-entry vehicle, as currently envisioned. Heat fluxes up to

150 Btu/ft 2sec were emphasized because of potential problems with recession

during peak heating near the forward portion of the body. Air enthalpy levels

ranged from 8150 Btu/lb at the lowest heat flux to 10, 550 at the highest heat

flux. Model stagnation pressures correspondingly ranged between 0.0024 and

0.028 atmn. Test duration was typically 600 sec at the two lower heat flux

levels and somewhat less at higher heat fluxes.

It is recognized that these results are preliminary and do not constitute

an unqualified and final characterization of the materials tested. As discussed

in the following sections, certain aspects of the tests wej unsatisfactory. The

shear test results are unacceptable because of severe damage to the specimen

mounting ring in all tests. Rear-face temperatures in the thermal test series

were invalidated in some tests because the specimen holder was inadequately

insulated. However, the front surface temperature and recession results and

the internal (1 in. depth) temperature results -re believed to be valid and I
comparable in most cases. These results furnish an initial comparisco of

ablation performance for these materials.

II. RECESSION RATE

An effective recession rate for the thermal tests was calculated from

the length change of the specimen and the test duration. In cases where the

specimen front surface remained flat, the final length was measured at the

specimen centerline (which was typically the point of maximum recession).

Two factors caused a dishing of the front surface: first, the distribution of

convective heat flux usually involved a maximum near the centerline (Part 2);

and second, the ablative shroud around each specimen often receded less than

the specimen at the front surface. The effect of dishing on the convective beat

flux was not evaluated.
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Figure 3-1 (bar graph) shows the recession rate-calculated for all

tests, for each of the five heat flux levels. Except for those with a plus sign

above the bar, all data are for length loss during the test. A plus sign indi-

cates that the specimen expanded; this condition occurred foy many materials

at the two lower heat flux levels. Each bar is designated with t numnbers:

the upper one indicating the model (or test) number, and the lower one, the

material identification number. The test numbers correspond to those of

Ref. 3-1.

III. TEMPERATURE MEASUREMENTS

A. FRONT-SURFACE TEMPERATURE

The front-surface brightness temperature of each specimen undergoing

a test was measured using a manual disappearing-filament pyrometer, taking

readings every 30 sec. The temperature reached a steady level within the

first 30 sec and remained constant throughout the test.

Figure 3-2 shows the brightness temperature level achieved in each

thermal test, summarized at each heat flux level. For reference. the radi-

ation equilibrium temperature for a surface of 0.85 emissivity is shown for

each heat flux. This radiation equilibrium temperature was calculated using

a heat balance between convection and radiation, where the convection was

scaled from the calorimeter values to account for the actual enthalpy differ-

ence across the boundary layer. The emissivity value of 0. 85 was chosen

r as typical of charred ablator surfaces.
A small positive correction results from a conversion from brightness

temperature to actual temperature for a surface of reasonably high emissivity.

This is on the order of 50*R, as an example, for a surface of 0.85 ennissivity

at a brightness temperature of 3500 0R. This correction has not been applied

to these results because of a lack of emissivity data, but it is evident from

Fig. 3-2 that the correction cannot be very large as most data approached the

radiation equilibriuni temperature shown.
-

3-3

ft U



Al

4 L• CEMTERLINE LENGTH CHANGE

a t TOTAL TEST TIME

-- • ~ DS IONATIOH

4 " ±ETE ST NUMBER
- -: - , -.--- MATERIAL NUMBER

*- ji +" * LENGTH INCREASE
46 4 4q.= 150 BSI/FT2 5 6

Cw 4.120= 8 tu/FT2 SIC

F F%

2: -

2.0

*�4� ++ + I 0IU/FT2 SEC

ITI

I 2 3 -4 7 0+ -

.0

I.I

S05 + 4

"• + • ÷20 5'. /"T SIEC;

-
• --I ý 29 1.0 31[2 54 • 5•5 •6 2• 4

F.ig. 3-1. F;ront Surface Recession Rate

• 3-4



4000

0o. S l IF-T re • Tro I RA DIATION

3000 TEMPERATUREcc $FORI *R ý 0. 95

F-
42000

C-w 64 o I';

4000

ui o- 120 81u/F'T2aSE7

2 .000-

4000 -

l 000 O TAF TE 0 .
I..

< 2000 NO-- - - - - - _ _ _ _ _ _ _ _ _ _ _

K 4000

: T% 111 IFs,/•r ~c

.1 3?C LBL 04-24

-B 1' 23 4~ -7 -a 93 -0 11 6

0

L, 1 
330000

Fig. 3-2. F'ront Surface Brightness Temperature

3-5



I

AO

The pyrometer view of the ablator surface was direct, at an angle of

about 45 deg to the surface, eliminating the need for any substantial correc-

tion for geometry or reflection.

At the conclusion of this testing program some comparison tests were

run in the Aerospace Corporation arc facility, which indicated somewhat lower

surface temperatures and recession rates, using an elastomeric material at

90 and 150 Btu/ft sec nominal heat flux levels. These differences are believed

to be the result of a partly noncatalytic characteristic of the charred front

surface of that material combined with different nonequilibrium gas-phase

conditions in the test flow. In all cases, the nominal heat fluxes referred to

are those measured using a clean copper calorimeter and are considered to be

close to the catalytic value. The surface temperatures reported here there-
:..*•fore may not be generally applicable; detailed testing of each material is re-

4 quired to determine the surface temperature for specific conditions.

B. REAR-FACE TEMPERATTURE

6 The rear-face temperature was measured using a thermocouple attached

to a small copper disk which was attached to the rear face of the specimen at

the center. The disk, 0. 5 in. diam and 0.030 in. thick, was attached with epoxy

resin. Early difficulties with excessive rear-face temperatures led to the

application of additional epoxy resin over the entire rear face. The additional

K4 resin was about 0.075 in. thick and covered the central disk and thermo-

couple, and it scaled the face from a possible diffusion of hot gas in either

direction.

Measured rear-face temperatures are shown for each heat flux level in

Fig. 3-3 - 3-6. From these figures it is evident that t:.sts 1 through 34 in-

volved a spurious heating of the rear face. After test 34, several :ayers of

it asbestos paper were wrapped around the metal specimen holder, which

controlled the rear-face heating to a much lower level. Apparently the ex-

-a• ternal convective heating was sufficient to heat the holder, which radiated

heat to the specimen rear face in the early tests. it is shown later that the

* ,rear-face temperature response even in tests after 34 is not entirely free of
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spurious w,,.ting effects. Such effects were. apparently small enough, how-

ever, that they are probably inseparable from other effects, such as those

of three-dimensional conduction within the specimen.

For these reasons, it is recommended that attention be turned to the

internal (1 in. depth) temperature response for a better picture of the corn-

parative thermal conduction properties of these materials.

C. INTERNAL TEMPERATURES

Specimen internal temperature was measured at the 1 in. depth using

a redundant pair of thermocouples at opposed positions with each junction

located 1/8 in. from the centerline. Each thermocouple consisted of chrornel-

alumel wires inside a stainless-steel sheath of 0. 020 o. d., with magnesia

internal insulation. The junction was iormed by welding, leaving 0. 050 in.

* of exposed wire between the junction and the sheath. Each thermnocouple was

inserted into a 0.022 in. diam radial hole leading toward the specimen axis.

and the junction was lightly pressed to the hole bottom. The thermocouple -was

then bent axially into a groove along the peripheral surface and let into the

cavity at the rear of the specimen where a transition was made to flexible

chromel-alumel lead wires.

A sizable fraction of the tests showed conflicting results, comparing the

two thermocouple readings at the 1 in. depth. Typically, one of the therrno-

couples would appear to indicate an erroneously high temperature by several

hundred degrees. It is believed that in spite of the relatively long immersion

depth (L to D of about 40), heat conduction from the hot specimen periphery

must have occurred in the thermocouple sheath to cause this high reading.

Assuming this was the case, the lower of the two readings is taken as the

significant ,'r.lue. The measurements, interpreted in this way, are shown

for all tests in Figs. 3-7 - 3-9. If one thermocouple reading is erroneous

because of sheath conduction effects perhaps the other thermocouple could

also be in error to a lesser degree. This possibility was examined in data

from repeated tests at a given heat flux level. It may be seen that in most

cases the agreement is reasonably good, lending credibility to the assumption

that the lower reading taken here is reasonably free of conduction errors.

3-11
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A close inspection of Figs. 3-7 - 3-9 reveals that a few tests produced

internal temperature data (again using the lowest reading thermocouple) which

appear erroneous. For example, referring to Fig. 3-8, the results for

material 6 at 90 Btu/ft2 sec indicate that test 61-6 produced an erroneous

result. It is presumed that this and other such tests suffered thermocouple

conduction errors, as described above, in both of the thermocouples at the

1 in. depth. Where the number of tests reported for a material at a given

heat flux level is insufficient to identify such anomnolous thermocouple be-

hvior, it is recommended that reference be made to comparative performance

at oer heat flux levels.

IV. CHAR DEPTH MEASUREMENTS

Table 3-1 shows the post-run measurements of char thickness for all

materials except 2A and 2C, which are not conventional ablators. In most

cases the observable profile of the char-virgin interface was reasonably flat.

The heated surface became dished in some of the tests where recession

occurred, and to prevent ambiguity the char depth was measured at the

centerline of each specimen.

V. THERMAL RESPONSE ANALYSIS

In order to rank the thermal performance of these ablation materials

each material was compared with an idealized heat conductor. Since the

thermal properties of ablative mnaterials vary considerably computer analysis

will be required to accurately predict flight performance. It is shown, how-
i• -ever, that the temperature results obtained in these tests are charactea.istir

-: of materials with reasonably constant thermal properties for the two lower

heat flux levels. Surface recession at the higher heat fluxes prevents a

straightforward conduction analysis.
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Consider a slab of material ,f thickness L. infinite in extent• normal

to the thickness and at an initially uniform temperature t1. At time 0 0 two1"!

surfaces of the plate are suddenly heated to a temperature tI and maintained

at that temperature. Schneider (Ret. 3-2) shows that the internal temperature

response of this plate is

t - ti L n e 2 nr

where

t - temperature at position x (depth from either face)

= a0/65, the Fourier modulus

k/pc the thermal diffusivity, ft z/sec

0 z time, sec

61 L/2, mid-plane depth, ft

Solutions of Eq. (4-1) are shown in Fig. 3-10 for X/L values of 0.5 and 0.75.

Since. thd temperature distribution rnust be symmetrical about the rnidplane

at depth 61 and the gradient must correspondingly vanish at 6l, this configura-

tion is identical to that for an infinite plate of thick- 2ss 6 heated to temper-

ature tI on one side and insulated on the other. Thus, if the ablation speci-

mnens in the tests suffered no side heating or cooling and no heat transfer at

the rear face, their temperature response should be comparable to the infinite

plate of half-thickness 6IV

It can be noted from Fig. 3-2 that all tet-s at a given heat flux level

J indicated almost identical values of apparent surface brightness temperature.

Average surface temperatures were selected from the 20 and 60 heat flux

Sresults at 2075 and 2700*F, respectively. With the usie of these surface

temDeratur,'s and the avcrage initial temperature of 80'F, theoretical temper-

ature responses for the I in. depth were calculated using the solution of

Fig. •-10 for an X/L value of 0.75. The value o;" 6 was taken as 2 in. (which

.15 3- 17
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was the initial specimen thickness), ant7 thermnal diffusivity values frorn

x1o0 to 7 X 1 ft /se were assumed. These results are shown in

Fig. 3-11 superimposed on the experimental temperature response curves.

The comparisons nzvýde in Fig. 3-11 are worthy of study. They are

helpful in identifying the following:

a. Anomaolous results.

b. Scatter of data for a given material.

c. Magnitude of the differences between materials.

d. Time variations of appa rent diffusivity.

It can be noted in Fig. 3-11 that there is a tendency for the effective

thermal diffusivity to rise with time for most of the materials. It is known

that as a typical ablator is converted to degraded material (or char) the

thermal diffusivity rises steeply and also that diffusivity rises with increasingS temperature. Therefore, it is remarkable that the effective diffusivity which

can be deduced here remains as constant as is apparent. Two possible causes

can be hypothesized for the apparent diffusivity behavior: first, the effects

of depolymerization and gas diffusion tend to counteract the effect of increased

conductivity in the charred region; second, the thickness of the charred region

must be appreciable to cause a significant change in the apparent diffusivity

for the entire thickness.

Side heating and rear-face heating have occurred to some extent in these

wtests; each would have the effect of increasing the apparent diffusivity with

time. Therefore, it can be observed that in the absence of spurious heating

the apparf.snt diffusi'rity would remain even more constant than observed in

Fig. 3-1 1. It can be seen from Figs. 3-3 and 3-4 that in the early tests

(before No. 35) where excessive rear-face heating was observed an average

(spurious) driving poten-tial for heating at the I in. depth of about 1U% of thec

4 primary (front-face temperature) potential existed. This implies that a

positive 10%7 ei )r existed in the (I in. depth) temperiature rise for those

tests. Later tests, with a lower rear-face temperature- rise, are shown

to have been essentially free of that error.
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An insulation efficiency E can be calculated frorn these res ults using

tile definition

qe

whe re

qOcold wall heat flux, Btu/ft 2sec

0 timne to a given temperature limit at a specified depth 8, see

p material density (initial), lbn-/ft 3

5 thickness or depth, ft

E insulation efficiency, Btu /lbrn

'I

This paramneter is discussed in Ref. 3-4; it is indicated that thle

insulation efficiency E is useful for evaluating relative performance of

materials but is insufficient for heat shield design purposes. It is seen

that even for relative performance comnpa risons care miust be exercized in

calculating F. since it is not strictly app-licable for arbitc-ary times and thick-

nesses. As these insulating ablators are investigated further, it will be

desirable to devise a more generally applicable figure of merit. Several

alterna ~ive definitions of temperature limits arnd depths exist which will

yield different values of E:

a. E - Limiting temperature at the rear face of an °blatur of thick-
whess 6, insulated rear facr.

b. E b - Limiting temperature at the rear face of anl ablator of thick-
ness 6l, with an attached substrate of specified heat capacity
anid at the teiiipE-rature- of thle ablator rear face.

tE - Limiting temperature at a d spth , in an ablator of thickness
w a i ith an insulated rear face.

The simplest alternative, although not the best, for evaluation of

the present tests is (c). Thos is ambiguous because the total thickness

plays a role in the temyperature rise at depth 1, even though 8 is the only

thickness used in the calculation of E. Since these materials indicate almost

3-21
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constant values of appa rent diffusivity, it is a simple, matte!r to d(r-,onst rate

the error in E caused by the use of (c) compared to thu unambiguous value

obtained with (a). The error shown in Fig. 3-12 was obtained using the curves

in Fig. 3-10 and typical material property values Ecr the case of (C - 20

Btu/ft 2 sec. For a maximum rear-face ternpratur,-_ of 300°F (230°F rise) a

25.7% negative error results.

In view of the error involved in forming an efficiency E based directly
c

on the temperature measuremnent at 1 in. depth, a theoretical extension was

made to permit the calculation of Ea. This was dcii., Ly using the apparent

diffusivity demonstrated at the I in. depth and the curves of Fig. 3-10. For

a given temperature rise at the insulated rear face, a value of the dimension-

le , temperature rise (t - tl)I(ti - t 0 can be computed. A value of 8. can be

obtained from Fig. 3-10 corresponding to an X/L value of 0.5 and the temper-

ature rise. Then a conversion from 0 can be perforrned as follows:

C01

q 0 -

thus

E oh

This calculation was performed using represontati"'! -values for the" 20 and 60
A-2

Btu/ft sec heat flux conditions, and the results are shown in Fig. 3-13. This

value of E applies only for the case of the 2 in. thickness used in these Cxperi-

ments; the meaning of a higher value of E in one case over another is that

the time required for a given rear-fact, tenip._ratur, rise is proportionately

greater. It may be noted that E could have been calculated by eliminating

thickness rather than timeit between the defining equations for 1- and E. and for
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thla Ct~k cas aEie-ojiit is obtained. The zea ning of a hi ghe i value of

E in thiis secoand, or time - depjenclent, case is tha L for A ýgiV(l you xposure-( t111e

less material (i.e. , weight per unit surface a rea) is required to limit thle

roa r--iace tempertature- rise to the desir';.d value. Thie constanit thickness

(and co\ýstant w/A since all mate rials had the sanne over -all density) value

oFis prfrrod for the comparisons here bocause of thle obse rved rise in

alppatrent diffus ivity during so-io of the tests ajiud is discussed inl mlore detail

beow.

l'he cunipa ri-n Ofsh5lown inl F it. 3- 1 1 (to obtain an appa rent diffus ivity)

and the efficiency results of Fig. 1- 13 wvere used to determine -~ablation

eiticit-ticy E 41for the tests at 20 and 60 Blit/ft 2sec hecat flux. This efficiency

is shoxvni in Fig. ý-14 for each material calculated for diffus ivities apparenit

at ;00 and 600 sec to indicate any trend with timeo which miight exist. IWit),

lew excep)tions, the efficiency appearis constant at thle lower heat fuix level.
2

1 lowveye r, severial materials exhibit decreases with timie at tle (60 rn-u/ft se'c

conditionl.

Figuret 3-14 shows thle analyzed insulation results of these tosts in a

practical formy and me rits sonme study. First, it is appa. ent that in general

the e!f.ficiency E crises in almost direct proportion to the cold-wall heat flux.

This is in ag receniet with recent ,-tudics this class of ablators and results

from the relative insensitivity of surface tenipe rature to heat flux and the

predominantly conductive chiaracter of the inte rnal processes. Next, several

rIiate niald Uxhibited considerable data scatter-. It remains to be dote i-mined

whethier this scatter was caused by random differences in the r-am. mate nial

used or in 6purious chianges in the test condition. A notable result is that,

refe r ring to the effective diffusivity scalte on tile right in Fig. i - 14, m~ost

materials exhibited a cliffusivýity value about equal at both heat fluxlels

The fact thait sonic mat eruia ls showved a decrease in in sulat ion e ffi c iocncv

w.ith 1Cincrasing timek is probably significant. First, it must be ascer-tained

Re~cenlt additionail tests have be en peCrfo rmed w.hich show' i-es ults simni la r

tOthe'se. Ox Ct-pt f .or an mnica t ion of s omiewhat be'tteri therm-al pe rforuma nce
of mate.r ialIs ; -i nd 8 10, the 1 o.vot' htInat flux level,

3-25



L

jEST NO AS SPiCIItO ON 8AN,•. ( ) : UL4TINAULL •,ATA

S"* -2

54 25, :o EkFkClIVk
... - - IFFUSIVITY

3J34.53

5 2

0- 30o -4

55 I~OI/1SC

65) 6

-S

SFOR Lý2 IN

AN0 p3z5 UM/FT$

GE LMS M of MAC AMNR LANS
1001 H IL- 511;0 6 T. 06 00 (

2a 2 C ,£ 4 5 6 6 9
MATERIAL NO

NIOTE. FOR OTM CASE'
E• S CALCUATED FOR
"0
nme4= 300 fl

SIIN D ,ICATES 300 ,EC

INIDIC0TS 600 SEC

20

63 "

Oil (51(11E EF EC TI VI TYS• ; 1[•)ID~fFUSIVIT Y

12 10
6

F1/•215

N. (01 60 FT Fu
2

SE(

FO L I?0I

GE GE MAC MAC AVC 0 EMEN

1001 004 5/.6 ,•1 5026 1500

3 3 4 5 6 8
t ~MATERIAL NO.

.Jig. 3A- 14. Experimental Insulationi Efficiency

i L

.tlL3- 6



whether this is a real characteristic Which is not aL h-.a.t in pa 1-t due• to sid('-

heating effleet.s. F~urthu--r tests, inclivding ml,.asurem•mits of sp~ecim(.n-pvrip)h(-ry

tejlpe ratu,',e.•,are required tocJ stablis~h thu: influence of :side heating. If it

is found that the effect iss not spurious, then it wil) be nw-cessary to perforii

adtoal tests for longer heating duiations anid different speciiiien thicknesses

than used in the present tests to establish'the n.tr n aniueo h

change in apparent diffusivity for practical appl*ýcation6. If one refers to

Table 3-1, it may be noted that at the end of 600 sec for the 60 Btu/ft 2sec

heat flux case most inaterials had formed a char layer of appreciable thick-

ncss compared to, the I in. depth of the interral thermocouple. This rnav

account for the rise in apparent diffusivity no~ted in the tests. and nizy also

suggest that had the tests been continued for longer durations even more

significant changes in apparent diffusivity and efficiency would have resulted.

For this reason, the p-resent results s•hould be viewed wi~h some caution and

emphasis should be placed on resolving these problems with additional tests

and analysis, The efficiency calculation was inade only for the 2 in, mraterial

thicknes.s rather tihan extending the results to an arbitraryr thickness, since

the ratio of char thickness to total thickness could have a large influence on

the- proper value of apparent diffusivity to be applied.

The effect of (spurious) rear-face heating can be observed in Fcig. 3-15,
which cornpares the nieasured teniperatureQ rise at q,, 7 20 Btu/ft 2sec with

theoretical values for the appropriate range of thersril diffusivity. Here

the measurements correspond to diffusivitics generally between 4 and 7 X 10. 6

ft 2 Isec, whereas the previous discussion of mea sure ments at thQ I in. depth

has indicated diffusivities generally between ?_ and 4 × 10- 6 ft 2/sec. This

discrepancy is indicative of some spurious heating of tile rear face ev,i.• in tile

tests after 34, which included improved insulation of the specimnen and holder

periphery. However, the- rear-f-ace temperature rise was thus limited tona

sufficiently low level to eliminate a corresponding error in the temperature

at the mid-depth position.
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VI. RECESSION ANALYSIS

At (cold wall) heat flux levwls above 60 Btu/ft2sec, all of the materials

receded sufficiently to change the specimen thickness appreciably within the

established test duration. No conduction analysis has been performed for

these higher heat flux tests because of this complication of variable thickness

and the lack of a con',enient analytical solution foi this condition. It is

apparent that the insulation effectivenes•s for the receding case would be a

dt-creasing function of time, however, based on the initial thickness.

This is primarily a comparative study of low density ablators; there-

fore it is of interest, even in the albsence of a satisfactory correlation of

recession performrance, to compare the observed recession rates. The

2neasured rece-ssion rates, shown in Fig. 3-1, are remarkably uniform for

each of the three higher heat flux levels. The greatest va-iations from a

mean recession rate are at the 90 Btu/ft sec heat flux, whiere the data fall

within a ±40% band. the data fall within a ±32% band at the 120 and 150

l3tu/ft sec heat flux levels.

A possibly significant exception to the uniformity of recession perfor-

mance is that materials 6 and 8 showed measurable recession at the 60

lltu/ft -sec heat flux level where the other materials did not recede. This

indicates a problem for further study; namely, the determination of the

critical heat flux level at which each material begins to recede. A matcr'al

with a critical heat flux of 80 Btu/ft zsec would be preferable to one of 40

Dtu/ft sec, for example, if all other characteristics are equal.

An additional comparison of the measured surface-recession rates is

shown in Fig. 3-16, Here the recession rate is normalized by the ratio of

the calorimeter heat flux to the stagnation enthalpy (which is defined as

Peue CHO in rc-entry heat transfer calculations). This is done to identify

the materials that act as charring and burning ablators. The charring

ablator, at a sufficiently high surface temperature, will recede at a rate

3-29
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lilnited by the oxygen diffusion rate( a cross the boundary layer (Ref. 3-3)

given by the following relation:

=KC) PeUe C1 , 0FC

wile re 
-

weeK : a cocificient which includes blowing effects

PC = char density

C 0  oxygen c(qnccntration in the frecstreani

PeueC C q/h, heat transfer coefficient

At lower surface temperatures the surface combustion will be reduced from

this diffusion-lixnited value, due to heterogeneous kinetic eflects. A typical

diffusion-limnited value calculated for a char of 11 Ilb/ft 3 is shown in Fig. 3- 16

for conmparison, based on the conditions of these tests. Several materials,

5, 6, and 8 in particular, exhibited recession rates which are asymoptotic

to the predicted diffusion-lInited value. Howeve.r, most o' tfl c, tcr:ls

showed no tendency to becomne diffusion-limited at high surface temperatures,

and it is presumed that these materials recede through a vaporization process

at thie heated surface. Approxinmat characteristic curves for each class are

also shown in Fig. 3-16.

VII. SHE-AR TESTS

A single shear test was performed for nine of the materials using a

I in. thick, 2 in. diam specimlen insertcd flush with one face of a 15 deg-

half-angle wedge. The wedge was a water-cooled copper block with a leading

edge of 1/8 in. radius. A transition ring of phenolic nylon was installed be-

tween the wedge and the specimen. This ring had a 3 in. o. d. and a 2 in. i. d.

and was 1/2 in. thick; it was fitted flush with the wedge surface. One internal
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thermniocouple was installed a* a depth of 1/2 in. in the specimen. A small

calorimeter plug was installed flush with the tpuciii surfaCQ to ilonitor

the surface heat flux,

Tests were perfrnied at an estimated aerodynamnic shcar level of

2 lb/ft. The calorimeter plugs indicated a cold-wall heat flux of 30 P•tu/ft 2sec.

A Reynolds' analogy calculation was mnade to deduce the actual acrodynamnic

shear level, 1 lb/ftz.

Results are not shown for the shear tests because they are invalid. The

phenolic nylon mounting ring, also exposed tc eating and shear, became

badly damaged early in each test. This mounting ring damage so roughened

the surface contour as to cause separated flow and a shock wave just upstream

of the specimen. The Reynolds' analogy calculation of shear was thus invali-

dated. It may be noted that the specimens showed negligible recession in the
tests.

VIII. SUMIV•LMRY

Eighty-nine arc-tunnel tests have been perlorried in a survey of avail-

able low density materials for thermnal protection of ablative lifting reentry

vehicles.

Most of the tests were in the thernmal series, in which flat-faced cylin-

drical specimens were tested foi- timn:s up to 975 sec to determine recession

rates and insulation qualities of the 10 materials. Front-surfac, brightness

temperature was measured. Results have been sunimnarized for recession,

internal temperature (I in, depth), and rear-face ternperatur'ý responses. It.

was concluded that rear-face temnperatures may not be mcaningful for these

tests, but hat the internal tenmperatures shown are valid in most eases.

A small number of tests were performied to determnine the sensitivity of

these materials to aerodynamic shear, but that series was unsuccessful.

3-32
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The niaterials tested were found to have internal temperature responses

in the nonrecession regime similar to pure heat conductors with thermal

diffusivitie;s between 2 and 7 x 10-6 ft 2 /sec. The apparent diffusivity tended

to increase with time, and the corresponding insulation efficiency decreased

with timle.

In the recession regime all materials (except 2A and 2C which became

distorted and a re excluded from discussion) showed comparable recession

rates at a given heat flux within 40% of a mean value. Materials 6 and 8

began to recede appreciablyat the 60 l3tu/ft2 sec heat flux, whereas the other

materials showed no recession until the 90 Dtu/ft sec condition was imposed.

3-3
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P'ART 4. SUMVMAR{Y ArNl3 CONCLtUS[WN.Z

1. SUMMARY

Most ablative, materials, e.g. , plicrnclic. nylon, phenolic grAjl')!h't('.

phenolic carbon, and phenolic refrasil, have been developedl for high• heating

rates, high shears, and the short timnes character'istic of ballistic reentry

and rocket no;-zle environments. In these applications, surface recession

rates in critical areas largely control backface tulliperature responsc.. Thus,

the high heating rate mnaterials are relatively dense for minimnuni weight loss

by shea r. etc. , and for nminiinuin thiernmochemical surface recession. Iflow-

ever, for the low heating rate, long timne heat pulse experienced by ablating4

lifting bodies insulation properties dom~inate nmaterials p(!rformnance. Surface

recession still is influential, but its significance is riluch less than for the

higher heating rate environmlents. Therefor,•, new criteria are re~quired f'or

eva~luating the performance and safety factors inherent in ablative lifting

body therinal protection system~s. In this new ablative application the pri-

mary mlaterials properties which control backface temperatures and heat

shield weights are the thermhal conductivity and density.

In the present state of the art, the. low density ablators that forinulat(

at about 32 lb/ft 3 appear to represent an em~pirical optinmuln based on con-

figuration, fabrication, reentry environment, and systerli performuance re-

quirernents. It is anticipated that as a result of continuing Air Force and

NASA development programs, further materials irnprovements and m~ore •

efficient utilization will occur through improver] therriostructural design,

II

developrnent of refurbishinient techniques, etc.

Fi

The application of low density refurbishable panels to lifting bodies in

the high I, to D class (supersonic L/D > 3) is possible through the integration

of ablative and reradiative structiures. Further improvements in recession

and therm~al performance will dinhance the application of low density m~aterials

to all types of reentry vehicles. Fo.,r examTple, the low density niate rials

4-1
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could be used for the Gemini reentry environment with a 50-75 lb weight

saving in the heat shield. Applications to low heat flux areas of ballistic

systems also exist.

As shown by the data in Part 3, the materials tested have insulating

characteristics comparable to idealized heat conductors with thermal

diffusivities between ;2 and 7 X 10-6 ft 2/sec under test conditions producing

no recession. Thus, there may be a significant difference in thermal per-

formance of the low density materials; howex er, for application to a specific

system it is necessary to include all of the aspects of environment, configu-

ration, fabrication process, performance, and quality control before making

a materials selection.

As deduced from the one-dimensional heat conduction analysis of the

time-temperature response in Part 3, the apparent diffusivity had a tendency

to rise during some tests. The char in some materials apparently have a

higher conductivity due to a higher char density or to other effects, e.g.,

increased radiative heat transfer in the porous structure as the char layer

thickens. The char density of the materials tested varied from 10-11 lb/ft 3

at the char layer interface lo 25-30 lb/ft3 at the hot face for materials with

considerable hot-face pyrolytic deposition. These data are believed to be

typical of the changes that occur in low density ablators with a high percent-

age of low density file rs.

The hoL-face iensity increase is a characteristic of the silicone elasto-

ineric materials and illustrates how pyrolytic deposition and sintering or

shrinkage at the hot face can change the char thermal properties and material

performance for a given environment. Since these changes are not understood

the effects should be evaluated for complete materials optimization. Materials

with finer pore size fillers, lower density, lower char density, and new types

of fillers should be evaluated.

In order to understand the surface recession performance of the elasto-

imeric materials as compared to charring ablators, the tests described in

Parts 2 and 3 were supplemented by tests at high heat flux. These tests were

run under conditions similar to those described in Parts 2 and 3 and will be

4
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reported at a later date in conjunction with C-SiC2 char ch~umistry studies.

These data, summarized in Fig. 4-1, are shown in comparison with the data

of Parts 2 and 3 which are represented as bars at the various heat fluxes.

The high heat flux data reveal specific trends in the recession performance

of the elastomeric materials as compared to charring ablators. The silicone

materials do not recede until the heat fluic exceeds about 90 Btu/ft sec while

the charring ablator materials show lower recessions above approximately

90-120 Btu/ft 2 sec as illustrated by the lower curve in Fig. 4-I.

The high heat flux data for the plasma tests shown in Fig. 4-1 show

that silico..e elastomers display characteristics of subliming or reaction

rate controlled abiation above 90 Btu/ft sec. Under the low pressures of

these simulated environmental test conditions, silicone materials form a

protective melt-layer below 60 Btu/ft sec but not at the higher heat fluxes.

It is apparent that the charring ablator materials are more efficient

for the high heat flux, short reentry times while the silicone elastomers are

more efficient fo;" the milder heat fluxes and longer reentry times. The data

of Fig. 4-I further suggest that it is possible, by judicious formulation, to

obtain an optimum ratio of SiO -C in the char so that one might achieve low

recession at low heat flux and charring recession rates at high heat flux.

Despite the high recession rates expeiienccd by the silicone elastomers

at the high heat flux it was concluded from these plasma tests that the silicone

elastomer ablation materials are a good choice for present and future mission

requirements for ablative lifting bodies. ' his conclusion is based on thermal

performance, insulation efficiency, recession characteristics, cold soak

properties, manufacturing simplicity, materials availability, reliability for

the mission requirement, and process and quality control procedures.

For comparison, the calculated and measured oxygen diffusion limited

recession ratcs for a charring ablator (material 6 char density. I I )b/ft3)

are indicated in Fig. 4-1. The recession rate for the elastomeric materials

exceeds the maximumn rate for surface combustion-controlled recession.

These data indicate a need for further understanding ol the kinetics of char

and ablation chemistry to establish the temperature and oxygen pressure
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dependence of recession rate for silicone elastomers. Such studies are in

progress in this Laboratory, and the preliminary data and conclusions are

reported below.

Mass-loss studies carried out at a pressure of 0,033 atm and at

varying oxygen partial pressures over a temperature range fronm 1300 to

1550'C have shown (Table 4-1) that a 1% oxygen partial is required to

suppress the ablation process which is assumed to take place by reaction

(2) below.

An apparent activation energy of 113 kcal/mole was obtained for this

reaction from the rates of CO formation (Table 4-2). The rate of this reaction

becomes appreciable, and the formation of SiO is indicated as evidenced by

the destruction of platinum furn.ace parts due to the reaction between platinum

and gaseous silicon monoxide to form p]atinum silicides. These studies will

be completed and reported at a later date.

Although it has not been possible to develop specific rate constants for

use in charring ablator computer programs, it is possible to state that there

are principally two reactions that occur:

C+SiO- =SiC+CO (0)

C + SiO2 Z--- SiO + CO (2)

In general, reaction (1) occurs at temperatures below about 1350 to

1400'C, whereas reaction (2) predominates at higher temperatures and at

low oxygen pressures. Studies are in progress to identify the reaction pro-

ducts and to determine the effect of oxygen pressure and C-SiO ratio on

recession rate.

The formulation of most silicone elastomeric materials is such that

after charring at temperatures to 1000lC the char is composed predorninately

of SiC2 and C, which do not react further at an appreciable rate until a teinper-

ature of 14000C is reached at low oxygen pressures. Chars prepared in the

laboratory by heating in argon at 600 0 C and then heating at low oxygen pres-

sure at temperatures above 1500 0 C (2732 0 F) sublime and leave less than 3%

residue based on the original virgin weight, as shown in Table 4-2.
4

4-5



ii
T•

,i ~Ta~ble 4-1. Mass-Loss Data on Charred Siliconc Elastomrne at 0. 033 z.tr

Partial Pressure % Weight Loss
of OZ,
mm Hg 1300"C 14000C 1500OC 1550°C

4 0 30 >85 >95 >95

0.125 31 37 42 60

0.25 32 33 34 34

0.50 33 33 --..

1.25 33 33 33 -

2.5 32 33 33 --

5.0 33 33 34 --

Note: Material was charred at 6000C to give a mixture of SiO2 and C.
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Table 4-2. Rate Data on Charred Silicone Elastonmerat 0.033 atm

T. l/T X 10 Rate X 105,
gm CO sec-I

1646 6.075 0.507

1674 5.974 0.868

1685 5.935 1.197

1703 5.872 1.85

171? 5.846 1.95

1733 5.770 2.93

1781 5.620 9.0

1781 5.620 7.0

1823 5.485 10.0

Note: Material was charred at 600°C to give a char containing

amnorphous C and SiO 2 .

4i
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The thermochernic, I behavior of the silicone chars in the plasllaa tests

reported in Part 3 and ii the laborato;y data presented in Table 4-2 is con-

sistent with the thermodynamic data for reaction (ý) reported by Schick (Ref.

4-1) and Edwards and Brewer (Ref. 4-2) and the kinetic data reported by

Rosensweig and Beecher (Ref. 4-3) and Blumcnthal, Santy, and Burns (Ref.
4-4),

The pronounced increase in insulation efficiency resulting from the

addition of fibers to elastomeric ablators as reported by Clark (Ref. 4-5)

and shown in Fig. 4-2 was not reflected in any of these materials wIdc-h
3were formulated at 32 lb/ft . Possibly the failure to observe this effect was

due to the effect of oxygen pressure on reactions (1) and (Z), to an overriding

effect of density on ablation performance, or to differences in test conditions.

In contrast to the 32 lb/ft for the silicone materials tested in our program,

the data reported by Clark (Ref. 4-5) were determined for materials having a

nominal drnsity of approximately 45 lb/ft3 and formulated with quite different

percentages of fillers. Also, the tests described in this report were carried

out in a low pressure (< 0. 1 atm), supersonic plasma as compared with the

1-2 atm subsonic plasma used by Clark.

Equilibrium data (Ref. 4-1) for reaction (2) indicate that the dissociation

pressure of SiO and CO exceeds the plasma test pressures as reported in

Part 3 at temperatures above about 1400*C (radiation equilibrium heat flux

39 D3tu/ft 2 sec) at pressures below 0. 1 atm. As noted earlier, the elastomeric

materials showed a significant recession at low pressures only at heat fluxes

greater than 60 Btu/ft 2 sec corresponding to 1600 0 C radiation equilibrium

temperature. Similarly, under Clark's (Ref. 4-5) test conditions (assurned

1 atm) the equilibrium CO dissociation pressure would exceed the test

pressure at approximately 1600'C which is 300'C lower than the calculated

radiation equilibrium temperature, 1900°C, corresponding to the 100-125

Btu/ft sec heat flux (Fig. 4-2) above which Clark reported an increasing

recession rate. Thus, it would appear that reaction rates and mass transport

cause the observed elastomeric char thermochemical behavior to lag equilib-

rium. prediction by 200-3000C. Additional analysis is needed to clarify the
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interpretation of data; however, it appears that thernmochemical effects are

significant and may be dominant in the optimPal performance denmonstrated by

the data in Fig. 4-2.

Although it is not possible to define precisely the effect of aerodynamic

sLear on the integrity and performance of low density materials at this time,

data from other sources indicate that the effect of shear is negligible for the

expected flight environment. Further quantitative tests will be conducted in

the future.

II. GNONGU.51RýS AND RZ!ECZM.ENDATJiONS

The materials tested in this report indicate that there are several

commercially available materials that can meet the thermal performance

req2irements for ablative lifting bodies, e.g., M-2, HL-10, and SV-5.

The data presented in Table 4-4 in which silicone elastomeric chars

were heated over a range of temperatures and oxygen pressures demonstrate

that the recession performance of this class of materials depends primarily on

temnperature and oxygen pressure and also on density and C-SiO ratio.
Silicone elastoxiiers as a materials class for ablative lifting bodies

are convenient to process and have superior re-session performance for-

mission requirements not exceeding 90-120 Btu/ftzsec. Charring ablators,

for example, Avco 50Z6-39, show diffusion limited recession rates which

are lower than the silicone elastomers for heat fluxes above the 90-120

B3tu/ftZ -sec range for typical lifting body environments.

The supplementary data shown in Fig. 4-1 and Table 4-1 suggest that

a iow density silicone elastomer ablator with a high carbon content char might

have a better recession and thermal performance over a wider heat flux range

as compared to the elastomeric materials evaluated in this program.

Continued systems-oriented studies are required to develop the optimum
-6 combination of design, fabrication, and ablation materials use for minimum

weight and for refurbishable lifting bodies.
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The recession and thermal performance of low density ablators suggests

that these materials in combination with reradiative panels and high density

ablators have potential application for high L to D vehicle leading edges and

other areas with heat fluxes above the 40 Btulft sec operating limit for coated

refractory metals.

Thermostructural studies are required to determine optimum methods

for combining refactory metal re-radiative and ablative systems for lifting

reentry for both high and low L to D lifting bodies.

Low density ablation materials have potential systems applications

for thermal insulai.,.,. "L, ,li er aerospace sytterns.

4
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